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Printable non-woven white 

Fibre Cellulose & Viscose 

Binder system chemical

Nonwoven structure random

Weight ISO 9073-1 40 g/m²

Thickness ISO 9073-2 0.30 mm

Max. tensile strength ISO 9073-3

60 N/50mm machine direction 

30 N/50mm cross direction

Elongation at max. tensile strength ISO 9073-3

5 % machine direction 

5 % cross direction

Average values, subject to normal production tolerances. 

Printable e.g. Laser printer 

Application 

Technical data 




